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61-20488
Kiibler, Hans.
ORIGIN OF GROWTH STRESSES AND STRESSES IN L. Kubler, H.
TRANSVERSE DIRECTION [PT. 1] (Die Ursiche der
Wachstumsspannungen und die Spanaungen Quer Zur
Paserrichtung). [1961] [30]p. (refs. 11 figs. omitted).
Order from SLA $2.60 61-20488

Trans. of Holz als Roh- und Werkstoff ('West Germany)
1959, v. 17 {no. I]p. 1-9. N

Another trans. 1s available from SLA mi$2.70, ph$4. 80
ap 60-16492 [1960] [26]p.

DESCRIPTORS: *Trees, Growth, Stresscs, History,
Deformation, Tensile properties.

A theoretical transverse atress state in iree atems ls
mathematically derived by the assumpticn that the cir-
cumferential stress of the growing young wood 18 con- | (Materials--Wood, TT, v. 7, no
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Xollman, Franz.
ON THE SORPTION IN WOOD AND ITS EXACT
DETERMINATION (Uber die Sorption von folz und
Ihre Exakte Bestimmung). [1960] (19}, {12 figs. refs.
omitned).
Order trom SLA mi32.40, ph$3. 30 61-10542
Trans. of_Holx als-Roka.und.Weckatoff (West
Germany) 1959, v. 17, no. 3, p. 165-171.

Under the simultaneous effect of vapor snd heat, an

equllibrium of the molsture content of wood to the
relative humidity of the surrounding air will occur.
This equtlibrium can be reached either by humidifica-
tion or adsorption or dehumidification o desorption.
S-shaped sorption curves are obtajned far caplllary

, colloldal materials with vapor sorprica from wetting
lquids, whereas simply curved lines are obeained
from non-wetting liquids. Distinciion I8 made be-
tween chemiscrption, monomoleculsr sarption, poly-
molecular adsorption snd capillary condensation. A
(Matertals--Wood, TT, v. 3, no. 8) (over)
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Malmquist, Lars. )
SORPTION OF WATER VAPOR BY WOOD FROM THE
STANDPOINT OF A NEW SORPTION THEORY (Die
Wasserdampfeorption des Holzes vom Standpunkt elner
Neuen Sorptionstheorle), {1962] [251p, (Hgs. formulae
omitted) 5 refs,

Order from SLA $2. 60 62-16630

Trans, of Holz als Roh- und Werkstoff (West Germany)
1959, v. 17 [no. S] p. 171-178.

DESCRIPTORS: *Wood, *Water vapor, Theory,
Hysteresls, Vapor pressure, *Sorption.

A detailed application of the space theory of sorption on
sorption data of wood has shown that the general 150-
therm of this theory describes the data within experi-
mental error, The exlstence of compound sorption with
tiquid sorption in a part of the structure and soft
(Chemistry--Physlcal, TT, v, 9, no. 2) (over)
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Malmquist, L. and Noack, D.
STUDIES ON DRYING SENSITIVE HARDWOCES !
PURE SUPERHEATED STEAM {UNSATURATED
WATER VAPOUR) AT LOW PRESSURES (Unter-
suchurgen Uber die Trocknung Empfindlicher
Laubhblzer in Reinem Hefssdampf (Unyestittigter
wagseraompf) bel Unterdruck), Partally extracted
from dissertation, Hamburg U., by D Noack, 1955,
1360, 20p. (it figs. omlded). FPLD trans. no. 138
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1960, v. 14, ro. 5 p. 171-180.

DESCRIPTORS: *Wood, Heat transfer, Convection,
Trees, Steam, Water vapor, *Dehydration, Drying
avens, Vacuum systems, Thermodynamics, *Wood
pulp fibers, Vapor pressure

(Materials--Wood, TT, v. 8, no. 11)
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Goulet, Marcel,

DEPENDENCE OF TRANSVERSE TENSILE
STRENGTH OF OAK, BEECH AND SPRUCE ON
MOISTURE CONTENT AND TEMPERATURE WITHIN
THE RANGE OF 0° TO L00°C (Die Abhangigkelt der
Querzugfestigkeit von Elchen-, Buchen- und Fichtenholz
von Feuchtigkeit und Temperatur lm Bereich von 0° bis
100°C). Inaugural Dissertation, Munich U (West

Germany). Apr 61 [L1]p. (20 charts, S tables, summary

and refs. omitted), FPRB Trans. no. 141
Order from NRCC mi$i. 00, ph$3.00 NRCC C-3621
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Temperature
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Clad, Werner.
THE EVALUATION OF UREA-RESIN-GLUES BASED
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Statistical Evaluatior of Test Results and Their Effect
on Permissible Stresses in T{mber Structures, by L.
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Gluing Pressure With Woods as a Function of Physical
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GERMAN, per, Holz als Roh~und Werkstoff, Vol. 19, MNo.ll
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Properties of Extruded Chipboards Laminated with
Surface Layers from Fiakes, by Andreas Buro and
Hans-Albrecht May.
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Klauditz, W. and Buro, A,
THE SUTTABILITY OF SAWDUST FOR PARTICLE-
BOARD MANUFACTURE ( von Sagespinen fiir

Hdz-pmﬂamn) [1963] {175 11 refs.
Order from SLA $1. 60 63-16784

Trans, of Holz als Roh- und Werkstoff (West Germany)
1962, v. 20, mo. I, p. I9-

DBSCRIPTORS: *Fiberboard, *Wood, Birders,
Adhenives, Adhesion, Impregnation, Deusity, Produc
tion, Mechanical properties.

(Matertals--Wood, TT, v. 10, no. 8)
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Rackwitz, Gerhard and Obermaler, Martin,

CLASSIFICATION OF WOOD PARTICLES. L. BASIC 1. Rackwitz, G.

PRINCIPLES OF PARTICLE SEPARATION AND II. Obermaler, M.

SEPARATION IN AN HORIZONTAL AIRSTRFAM, 11, Title: Basic...

(1963] (19]p. 16 refs.

Order from SLA $2.60 63-10946

Trans. of Holz als Roh- u West Germany)
1962, v.720, oo. 1, p. 27-38.

DESCRIPTORS: *Particles, *Wood, Clansification,
Separation, Gas flow, *Fiberboard, Quality control,

The tasks of sifting comprise on wood particles, the
mathematical bases of air sifting are derived and it is
proved that this is the procedure suited best for the
sifting of wood particles. The factor governing
separation is the floating-velocity which depends on
severa) Influencing factors. The fluctuntions of these
factors, except for those of the alr resistance, can be
(Materials--Wood, TT, v. 10, no, 3) {over)
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Investigations on the Possibilities of
Manufacture and the Broperties of Simple
Wooden Particle Moldings, by W. Klauditz,
W. Kratz.
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Vol 20, No 1, ID62Z, pp 39-48.
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On the Stress in a Single Step Joint, by
E. Krabbe.
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Into Wood Flour. The gffect of e
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Sandemmann, F. Schlusbon.

- ynd w‘mto&,
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Stress Analysis of Wood by Brittle Coatlng, by
giamm'«ﬂﬁer Holz Als Roh-Und Werkstoff, Vol XX,
No 8, 1962, pp '303--314,

CSIRO/No 6435

Sci - Mat/Met
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Kubler, Hans. ’
SHRINKAGE AND SWELLING OF WOOD BY COLD-
NESS (Schwinden und Quellen des Holzen durch Kake).
[1963) 15p 14refs
Order trom SLA $1.60 : 63-18523

Trans. of Holz als Roh- uwd Werkstoff (Weet Germany)
0.9, P 36—

1962, v. 20, 50,9, 7.

DESCRIPTORS: *Wood, Deformation, Water, Freezing,
Hysteresis, lce, Crystals.

Small beechwood samples (Fagus silvatica) of different
molsture content were conﬂ%n and Ticated agaln to
get information about corresponding dimensions]
changes in wood below the freezing-point of water.
Apart from small therma) contractions and expansions,
considerable Jength changes occurred. They were ap-
parently caused by water freezing out ol the cell walls
to lce crystals in the cell cavities. Coliness shrinkage
(Materials--Wood, TT, v. 10, no. 11) (over)

63-18523

1. Title: Beech
1. Kubler, H.
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Stress Condhions 1n Gnirculm: Sawblades and ‘I'helr
Effect on Working Behavious, by E: Barz.. - L
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Laboratory Tests on Wood and ¥ood Preservatives
With the South Asiatic Termite 'lieterotermes
Indicola' Wasmammn, by G, Becker,

GERMAN, per, liolz Als Roheund Werkstoff,

Vol 20, No 12, 1962, pp 4763486.
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Couparison of Precedures for the Deteraination
of Moisture in Wood, by F. Kollmann,
G. toclzle.
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On the Packing Density of the Cell Wells is
Deciduous Woods, by &. Jzyme, T. Krcuse.
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sﬁm}‘k"xmm M]m TATION OF THE THICKNESS 1. Breznjak, M.
VARIATIONS OF BOARDS (Stmtistiache Berechmmg der 1. Hvamb, G.
Dickenschwankungen in Brettern), June: 63 [7)p. {figa. M. FPRB Trans-158
omitted) 4refs, FPRB Trsns. no. 158. IV, NRCC C-4497

NRCC C-4497 V. Forest Products Rescarch
Ordexr from NRCC .

Trans. of Holz als Roh- Werkstot: (Weot Germany) | V1. Bureau of Translations
1963, v. 2T, 80, 2, b 3'2"-64 - {Canada)

DESCRIPTORS: Statistical analysis, Thickness, *Wood!

(Materials--Wood, TT, v. 10, no. 9
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Corperotive Studies of Tensioning of Circuler
Szwblides With Mechinzs und by Hemmering, by
Eo BL' 'z .
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Vol 21, lio 4, 1963, pp 135-1i:,

CSIRO/No. 6583

APPROVED FOR RELEASE: Monday, June 30, 2003 CIA-RDP91-00929R000201030049-3



APPROVED FOR RELEASE: Monday, June 30, 2003 CIA-RDP91-00929R000201030049-3

Influence of Chip Dimensions on Some
Properties of Wood Particle Boards, by

G. Rackwitz.
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Specific Staining for the Detection of
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Statistical Investigations on the Futent of
Infestoation by the louse Longhorn Zeetle in
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Investigations on the Influence of lood Preservatives
on the Strength of ¥Wood, by A. Burester, G, Becker.
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Investigations on the Free and Restrained
Swelling; of Wood. 3. Suelling in Donded
Parquet, uy R. Keylwerth.
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On the Time of Effectiiveness of the Extractives
Causing the Natural Resistance of Woods, by
Werner Bavendamm
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The Kiln Drying of Cut Wood, by R. Keylwerth,
D. Iloech.
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Conp: 1:tive Studics of the Effectiveness of Wood
Preserve tives figeinst Fungl ond Insects, by G.
Becker.
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Investigation on Finger-Jointed Flanks
After Many Years of Use: Behaviour Under
Pulsating Tensile Stress, by Karl Egper,
Peter Jagfeld.
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Vol XXII, No 3, 1964, pp 107=-113.
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Subr.icroscopic Structure of the Fibre Cell Woll
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Eitectiveness in the Control of Anoulwn
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The Hot PreBBing of WO()G., by R. KB}'lVer‘th- lopo
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Exrwins bion of the Zircon-rlizirin Recetion ¢6

. Mewhod for the detection of Fluorine-con-
+rining Wood Preservatives, by G. Theden, C.
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Investigations on the Fungistatic and Insecticiddl
Effect of Fractions apd Individval Products of
Coal Tar Oils, by Bruro Schulze, Gunther Becker.
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THE PENETRATION OF WOOD PRESERVATIVES,
(1963} {80p] (figs omltted) 52rets
63-18554

Order from SLA $7. 60

Trans. of [Holzforschung] (West Germany) 1950, v. 4,
no. 3/4, p. 79-107———

DESCRIPTORS; “Wood, *Preservation, Penetration,

Liquids, Paints, Sprays, Impregnation, *Protective
treatments,

(Materlals--Wood, TT, v. 10, no, 11

APPROVED FOR RELEASE: Monday, June 30, 2003

CIA-RDP91-00929R000201030049-3

63-18554

1. Schulze, B,
Il. Taeden, G.

Olfics ol Techmicat Services

CIA-RDP91-00929R000201030049-3



APPROVED FOR RELEASE: Monday, June 30, 2003 CIA-RDP91-00929R000201030049-3

APPROVED FOR RELEASE: Monday, June 30, 2003 CIA-RDP91-00929R000201030049-3



APPROVED FOR RELEASE: Monday, June 30, 2003 CIA-RDP91-00929R000201030049-3

The Effect of Temperature in Producing
Sodd Semichemical Hardwood Pulps, by
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Absorption Spectrophotomatric Investigation of the
Reaction of Carbon Disulphide and Sodium Hydroxide,
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